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Check patterns in all designs and sizes have been a popular fashion phenomenon for generations. With its endless rows of tiny 
squares side by side, Go Check springs from a classic pattern with proud traditions, but still keeps its gaze fixed firmly on the future 
of furniture design. The look is familiar and classic but with an ultra-modern, almost high-tech and industrial twist.
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Click here for more specifications

100% Trevira CSComposition:

80 000 cyclesMartindale test:

140 cmWidth:

5Pilling:

435 g/lmWeight:

Specifications:

Certificates & Reports

EU Ecolabel Certificate
OEKO-TEX® STANDARD 100
BS EN ISO 12947-2/14465
ASTM D4157-07 Wyz abrasion (heavy duty)
BS EN ISO 12945-2
ASTM D3511 Pilling
BS EN ISO 105 B02 Method 2
AATCC 16 Light fastness
BS EN ISO 105-X12 Rubbing dry/wet
AATCC 8 or 116 Dry/wet crocking
BS EN 1021-1 Cigarette
BS EN 1021 1&2 Cigarette and Match
BS EN 1021-1 Cigarette
BS 5852 Crib 5
BS 7176 Medium hazard
DIN 4102 - B1
NF P 92-503/504/505 M1
ÖNORM A3800-B1-B3825-Q1 UK
Class Uno UNI 9175 Class 1 I EMME
CA TB 117-2013
DIN EN 13501-1 B-s1,d0
AM 18 - NF D 60-013-(only for fabric)
IMO EC Declaration of Conformity EU,UK
IMO MSC 307(88) Annex 1 part 8
IMO MSC 307(88) Annex 1 part 8 UK
MED Certificate IMO
MED Certificate IMO UK
BS EN ISO 105-D02 Organic solvents
BS EN ISO 105-E04
BS EN ISO 105-E16
BS EN ISO 13936-2
BS EN ISO 6330 6M 60 C PC Flat dry
Internal test according BIFMA HCF 8.1 and ACT Method 1
Ansi/Bifma VOC test M7.1
Material Safety Data Sheet
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